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Basalt powder wastes from mining activities have potential to be used as a natural fertilizer. Basalt 
minerals in agricultural soils may release plant nutrients and increase soil negative charge. In this work, 
the weathering of basalt promoted by maize rhizosphere was investigated. We studied the chemical and 
mineralogical composition of basalt, including cation exchange capacity, as well as the rate of elements 
offtake by maize grown in a pure basalt powder during seven successive growth cycles. A pot 
experiment was carried out under controlled environmental conditions; plant and rock materials were 
evaluated at the end of successive growth cycles. X-ray powder diffraction analysis showed diopside 
and andesine as main minerals of basalt, and smectite. Scanning electron microscopy images 
evidenced new amorphous components resulting from rhizosphere-induced weathering. The elements 
K, Ca, Mg, Al, B, Cu, Fe, Mn and Zn were measured in plant tissue, and related to the weathering of 
basalt minerals. The studied basalt, therefore, provides nutrients to plants and exhibits 
physicochemical properties, such as cation exchange capacity, especially important for highly 
weathered soils presenting low cation exchange capacity, such as Oxisols. 
 
Key words: Bioweathering, natural fertilizer, mining waste, basalt minerals, cation exchange, nutrient 
availability. 

 
 
INTRODUCTION 
 
Some silicate minerals contain high concentration of 
nutrients, which are required by plants for growth. These 
minerals have been used as agricultural fertilizers, 
releasing its nutrients slowly (Ciceri  and  Allanore,  2019; 

Manning et al., 2017; Zorb et al., 2014). In the recent 
years, many studies where mining by-products were 
applied to soils have emerged, turning mining waste in 
products as a soil fertilizer or remineralizer. The approach
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is an attempt to reduce agricultural costs and 
dependence on imported fertilizers. Many works showed 
positive results for crop productivity and increases in soil 
quality, whereby basalt powder, for its composition and 
abundance in spread areas over the world, may assist 
massively in quality building of soils (Anda et al., 2015; 
Nunes et al., 2014; Silva et al., 2017). In Brazil, an 
existing network of basalt quarries, already producing 
construction aggregates at low cost, has the potential to 
supply crushed material to agricultural regions (Lefebvre 
et al., 2019). 

Basalts are among the most studied rocks because it 
provides nutrients for plants, especially calcium (Ca), 
magnesium (Mg), potassium (K) and micronutrients, such 
as boron (B), copper (Cu), manganese (Mn) and zinc 
(Zn) (Anda et al., 2015; Chathurika et al., 2015; Ramos et 
al., 2015). Plants rhizosphere and their associated 
microbial populations play a major role in the silicate 
minerals weathering (bioweathering) by increasing 
acidity, absorbing and releasing elements and organic 
ligands, as well as siderophores (Burghelea et al., 2015). 
Plant roots, ultimately, contribute to increase the 
dissolution rates of Ca and Mg silicates present in 
basaltic minerals (Akter and Akagi, 2005; Anda et al., 
2015; Hinsinger et al., 2001; Silva et al., 2017).  

Basalt minerals undergo a congruent dissolution 
whenever its bulk chemical composition is rich in iron 
(Fe), and alkaline earth elements, such as Mg and Ca 
(Silva et al., 2017). The susceptibility of basalt minerals to 
weathering, generally follows the sequence: glass > 
olivine > pyroxene > amphibole > plagioclase > K-
feldspar (Eggleton et al., 1987). The Fe(II) oxidation is a 
driving force in primary mineral weathering (Essington, 
2003). As an intermediate step, at an early stage of 
weathering of basic silicate minerals, the rapid oxidation 
of Fe(II) can form amorphous phases and low crystallinity 
minerals, such as ferrihydrite (Colombo et al., 2014; Yu et 
al., 2017), which is formed from solution precipitates. In 
time, the weathering of these minerals may become a 
mixture of ferrihydrite, iron oxide-hydroxides and clay 
minerals. Some phases may be slowly recrystallized 
forming secondary minerals. During weathering, some of 
the basalt minerals may be converted into smectites. 
Ferromagnesian minerals form trioctahedral smectite, 
whereas plagioclase alters to dioctahedral smectite. 

In weathered basalts, pyroxenes also weather via a 
mechanism involving a high degree of structural 
inheritance. The mechanism can be induced by grinding 
particles to an ultra-fine size (Berner and Schott, 1982). 
When the surface of these particles, in diopside, suffers 
cation depletion followed by deprotonation, an 
incongruent dissolution takes place, and secondary 
minerals, normally smectite, are formed (Berner and 
Schott, 1982).  

The application of a finely ground basalt in a highly 
weathered soil increases its cation exchange capacity. 
Anda et al. (2015) verified, after a high  dose  (80 t  basalt  

 
 
 
 
ha

-1
) was applied in a Malaysian Oxisol, a sharp increase 

in the soil’s net negative charge was observed from 1.5 to 
6.3 cmolc kg

−1
 in a 12-month incubation period, and to 

10.1 cmolc kg
−1

, after 24 months. The increasing net 
negative charge rate suggest that smectite like minerals 
or low crystallinity minerals, which is a source of 
permanent negative charge, were formed. An increase in 
permanent negative charge in Oxisols is an invaluable 
gain for its quality. However, basalt composition is very 
dissimilar among different source locations and its charge 
contribution to soils, as well as rate of transformation or 
dissolution will depend on the basalt composition and 
texture, and on abiotic and biotic conditions. 

Most natural tropical soils - such as Brazilian Oxisols - 
due to the strong weathering and intense leaching 
processes become acidic, with low fertility and low cation 
exchange capacity. Thus, the management of these soils 
with crushed rocks should be focused on increased 
surface charge characteristics and cation retention. We 
hypothesize that crushed basalt applied to agrosystems 
release beneficial elements for crop growth and generate 
new negative charge sites in the soil. Hence, the 
knowledge of physicochemical properties of basalt powder 
and how the rhizosphere of cultivated plants affects the 
weathering of basalt minerals is a requirement to 
understand its potential benefits to agricultural soils. The 
aim of this work was to investigate changes in the 
chemical and mineralogical composition of basalt powder, 
including cation exchange capacity, as affected by the 
rhizosphere of maize, as well as the rate of elements offtake. 
 
 
MATERIALS AND METHODS 
 

Sampling 
 

A basalt sample was collected from piles located at Araguari, Minas 
Gerais State, Brazil (Moraes et al., 2018). This is a by-product that 
originated from the production of gravel for civil construction. The 
sample was air dried and was homogenized using the cone-and-
quartering reduction method (Campos and Campos, 2017). This 
procedure was repeated several times to ensure complete 
homogenization of material, forming the bulk sample. 
 
 

Greenhouse experiment 
 

The pure bulk basalt sample was placed into 500 mL pots under 
controlled environmental conditions in a greenhouse. Two plants of 
maize (Zea mays) per pot were grown in sets of three pots, 
repeated for seven growth cycles, totaling 21 pots. Each growth 
cycle was 45 days. Seven extra pots without plants were prepared, 
as a control treatment. At every two days, all pots were watered 
with deionized water. Pots were fertilized with nutrient solution 
(92.76 mg pot

-1
 NH4H2PO4) in the 15

th
 and 30

th
 days of growth of 

each cycle.  
At the end of each 45-days cycle, whole plants from all pots were 

harvested. The basalt content from one set of three pots previously 
grown with plants, and another, from one pot of the control set were 
removed from the greenhouse. The pots content was used for the 
laboratory analyses. The remaining sets were re-sown for a new 
growth cycle.  



 
 
 
 
Plant analysis 
 
The harvested plants were oven dried at 65°C until constant weight. 
The dry biomass was taken. Major (K, Ca, Mg, Al, Fe) and minor 
elements (B, Cu Mn e Zn) in dry biomass (total dry mass 
comprising shoots and roots) were extracted by HNO3:HClO4 in a 
digestion block, according to Embrapa (2017) and determined by 
inductively coupled plasma-optical emission spectrometry (ICP-
OES).  

Elements offtake (plant element concentration x dry mass) along 
the cycles were modelled and the equations were selected 
according to the analysis of variance (ANOVA) and, thereafter, 
were tested for normality (Shapiro-Wilk) and constant variance test 
(homoscedasticity). These statistical analysis were performed using 
Sigma Plot 12.0 software (Sigma Plot Software; San Jose, 
California, USA).  

Dry mass and elements offtake were analyzed by Principal 
Component Analysis (PCA), using standardized scores. The 
RStudio software (version 3.4.0) was used along with its PCA 
packages FactoMineR and factoextra. 
 
 
Rock material analysis 
 
The basalt pots removed from the glasshouse at the end of each 
growth cycle were dismantled and its contents were wet sieved to 
obtain four size fractions: < 53 µm, 53-300 µm, 300-1000 µm and > 
1000 µm.  

The main chemical elements of basalt were analyzed using the 
multi-acid solution method, where: 500 mg of sample was digested 
in 2:3:2:1 ratio of HCl:HNO3:HF:HClO4; 10:15:10:5 mL, respectively, 
determined by ICP-OES (SGS Geosol Laboratórios Ltda). Major 
elements were determined by wavelength dispersive X-Ray 
Fluorescence (XRF) spectroscopy, on fused glass discs, 40 mm-
diameter, prepared from 0.8 g of sample powder mixed with 4.5 g 
lithium tetraborate flux and fused in Pt-5% Au crucibles at 1120°C 
(SGS Geosol Laboratórios Ltda). The loss on ignition was 
determined after heating samples overnight at 105°C to remove 
water. The weight loss was measured after calcination of samples 
at 1,000°C for approximately 2 h. 

The mineralogical composition of fractions < 53 μm was analyzed 
by X-ray diffraction analysis (XRD) using a PANalytical Empyrean 
(PW3050/60) diffractometer, using the powder method in the range 
of 5º < 2θ < 75º. CoKα radiation (40 kV; 40 mA) was applied, and 
the 2θ scanning speed was set at 0.02º s

-1
. Data was acquired 

using the software X’Pert Data Collector 4.0 and the data were 
treated on X´Pert HighScore 3.0 (PANalytical). Minerals were 
identified by comparing the obtained diffractogram with the ICDD-
PDF (International Center for Diffraction Data) database. 

The X-ray diffraction pattern of the clay fraction (oriented sample) 
wase obtained three times: the first was air-dried, the second was 
after treatment with ethylene glycol, and the third was after heating 
at 550°C for 2 h.  

The mineralogical composition in each basalt size fraction was 
estimated by the stoichiometric method, also known as rational 
calculation, which is based on the relationship of the experimental 
chemical composition with the chemical formulas of the minerals, 
establishing logical considerations based on the qualitative (XRD) 
and quantitative (XRF) analytical data. An already well-known 
software used to perform the rational calculation is the ModAn 
(Paktunk, 1998), which was used in this work. 

The morphology of the basalt bulk samples was examined by 
scanning electron microscopy (SEM) using a Zeiss field emission 
microscope model SIGMA HV using the InLens detector. A thin 
conductive layer of gold (10 nm) was deposited over the samples 
using the Q150T-ES sputter (Quorum Technologies). The chemical 
composition of selected mineral particles was evaluated by Energy-
dispersive X-ray spectroscopy (EDS).  
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Cation exchange capacity on the fractions < 53 µm was 
determined by magnesium sorption (BS EN ISO 11260, 2011). 
Measurements of the CEC followed the methodology: 3.5 g of 
sample were placed in 50 mL polyethylene tubes, and leached with 
30 mL 0.1 mol L

-1
 barium chloride dihydrate for 1 h. Tubes were 

centrifuged and the supernatant was removed. The procedure was 
repeated three times. Samples were, then, equilibrated with 30 mL 
0.01 mol L

-1
 barium chloride solution, and shaken for 12 h. Tubes 

were centrifuged and the supernatants were removed. 
Subsequently, 30 mL 0.02 mol L

-1
 magnesium sulfate heptahydrate 

was added and shaken for 12 h. Tubes were centrifuged and 
supernatant was collected for analysis. The excess magnesium was 
determined by flame atomic absorption spectrometry (FAAS AA-
6300 Shimadzu). Triplicates were used. 

 
 
RESULTS AND DISCUSSION 
 
The X-ray fluorescence (XRF) analysis showed that the 
chemical composition in basalt fractions (Table 1) was 
nearly uniform (Tables 2 and 3). The amount of SiO2 and 
Al2O3 reflects the presence of minerals such as andesine 
[(Ca,Na)(Al,Si)4O8], a plagioclase feldspar, and diopside 
[MgCaSi2O6], a monoclinic pyroxene. A high content of 
Fe2O3 comes from diopside and ilmenite [FeTiO3]. 
Significant concentration of CaO and MgO was found in 
all grain sizes, when compared to the basalt composition 
applied as fertilizers in another studies (Nunes et al., 
2014; Ramos et al., 2015), even though basalt chemical 
composition varies widely. 

Basalt mineralogy is dominated by andesine and 
diopside (Figure 1). After 315 days in presence or 
absence of plants, basalt mineralogy remained 
unchanged. The reflections of andesine and diopside 
minerals showed little changes in the X-ray patterns and 
there were detected no secondary crystalline minerals 
after seven maize growth cycles. 

The XRD analysis of the clay fraction as analyzed on 
oriented mount (Figure 2) revealed the typical shift of the 
d001 peak from 15.9 Å (in the air-dried state) to 17.7 Å (in 
the ethylene glycol state), indicating the presence of 
smectite, which was found in different proportions among 
the basalt fractions (Table 3). After heating, the typical 
collapse to 9.9 Å is observed.  

An important parameter in the dissolution rate and 
nutrient release of primary minerals is the grain size and 
its relationship with the exposed reactive surface of 
minerals and with the chemical composition. The smallest 
grain sizes are the most reactive fractions (Basak, 2018; 
Bray et al., 2015). 

The crystalline phases on < 53 µm size fraction of the 
mineral were composed of 48.2% of andesine that has 
also calcium in its structure (Table 3 and Figure 3). 
However, andesine has high structural stability and is not 
easily weathered as it presents a great proportion (Al/Si = 
0.5 – 0.66) of Al in its structure. It would be expected that 
the dissolution of andesine was incongruent, releasing 
alkalies and alkaline earths relative to silica and alumina.  

Diopside represents 20.5% of <53 µm sample. 
Depending on milling size, and environmental  conditions,  
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Table 1. Particle size distribution of the basalt powder used in the experiment. 
 

Sample 

Particle size distribution (µm) 

Total (g pot
-1

) < 53 53 - 300 300 - 1000 > 1000 

----------------------------------%-------------------------------- 

Basalt powder  10.67 12.44 26.5 50.39 663.69 

 
 
 
Table 2. Chemical composition of the basalt powder (fractions and bulk) determined by XRF and ICP-OES.

1
 

 

Fraction 

 (µm) 

SiO2 Al2O3 Fe2O3 CaO MgO TiO2 P2O5 Na2O K2O MnO BaO Cr2O3 Cu Mo Zn LOI2 

--------------------------------------------------------%----------------------------------------------------- ----- mg kg-1 -----  

< 53 49.4 12 16.5 7.38 6.35 2.74 0.35 1.72 0.97 0.16 0.06 <0,01 206 <3 116 2.57 

53 - 300  49 11.3 16.2 7.91 5.91 2.84 0.36 1.73 0.95 0.19 0.06 0.01 196 <3 131 1.55 

300 - 1000 49.4 12.2 15.5 8.53 5.4 3.24 0.4 1.95 0.98 0.19 0.06 0.01 194 <3 134 0.93 

> 1000 49.4 12.7 15.1 8.85 4.9 3.38 0.4 2.46 0.93 0.2 0.05 0.01 211 <3 149 0.58 

Content bulk3 49 12.6 15.4 8.73 5.28 3.2 0.43 2.06 0.9 0.2 0.06 <0,01 208 <3 139 1.32 
 
1
SGS Geosol Laboratórios Ltda;

 2
Loss on ignition; 

3
Original sample. 

 
 
 

Table 3. Mineralogical composition of the basalt powder (fractions and bulk). 
 

Fraction (µm) Andesine (%) Diopside (%) Ilmenite (%) Smectite (%) 

< 53 48.2 20.5 18.0 13.2 

53 - 300 47.0 24.5 18.3 10.2 

300 - 1000 50.7 24.9 18.0 6.3 

> 1000 53.1 25.7 17.9 3.3 

Content bulk
1
 51.9 25.7 18.1 4.3 

 
1
Original sample. 

 
 
 
the diopside is relatively, an easily weatherable mineral, 
and after being applied to agricultural soils, may become 
a source of Ca and Mg for crops in diopside rich basalts 
(Figure 3). Moreover, diopside is unstable under acidic 
conditions and may dissolve congruently by weathering in 
such conditions (Wilson, 2004). The rhizosphere is the 
environment where diopside dissolution is likely to occur. 
The dissolution of pyroxenes is controlled by reactions at 
the mineral surface. By structural reasons, Ca, Mg and 
Fe are released preferentially at the beginning, and, 
lately, the dissolution becomes congruent and linear, as 
the weathering proceeds. The dissolution products could 
be precipitated as amorphous compounds, not detectable 
by XRD (Berner and Schott, 1982). 

Diopside and ilmenite (18% of <53 µm fraction) 
comprise the major iron-containing minerals in the basalt 
sample (Figures 1 and 3). Iron rich minerals are also rich 
in micronutrients such as Mn, B, Cu, and Zn. 

A representative amount of a smectite (13.2%), mainly 

in the <53 m fraction was present in the basalt. Smectite 
is an expansive clay that  has  a  high  cationic  exchange 

capacity (CEC). As particle size increases, the presence 
of smectite decreases (Table 3). Probably, the weakest 
cleavage faces on basalt particles are those richer in 
smectite. Non-weathered samples from basalt presented 
24.85 (±1.16) cmolc kg

-1
 on < 53 µm size fraction. The 

smectite is a secondary mineral of the phyllosilicate class 
responsible for most of the reactivity of the studied basalt. 
As a matter of comparison, the CEC values of the 
montmorillonites range between 70 and 120 cmolc kg

−1
, 

while the CEC values for the vermiculites range between 
130 and 210 cmolc kg

−1
 (Essington, 2003). Also, Oxisols 

from Cerrado present CEC ~9.4 cmolc kg
-1

 (STD = 3.9), 
and some are as low as 4.1 cmolc kg

-1
 at pH 7.0 (Marchi 

et al., 2015). These soils present variable charge and 
natural pH is lower than 5, with effective CEC to even 
lower values. Therefore, inputs materials containing 
elevated surface area and permanent negative charge in 
these soils may represent a great gain in quality.  

Total plant biomass production decreased along each 
successive cycle (Equation 1), with highest production in 
the first crop cycle (4.15 g of dry matter) and the lowest in 
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Figure 1. X-ray diffraction patterns of <53 m size particles of basalt after interaction with maize rhizosphere 
evidencing andesine (Pl), diopside (Px), smectite (Sm) and ilmenite (Ilm) minerals during 7 harvest crops;

 *
Control is 

the basalt collected from the pot without plants at the end of the experiment.  

 
 
 
the last cycle (1.22 g of dry matter; Figure 4). Although 
plants were grown in pure rock, they were able to grow 
and take up some macro and micronutrients from basalt 
in its natural pH (9.04 - 6.99). 
 
Dry mass (g per pot)  = 4.54** – 0.44**(cycle), R

2
 = 0.96    (1) 

 
The amount of nutrients taken up from basalt by plants 
varied over each crop cycle (Figure 4). These differences 
in element mobilization were related to dissolution 
kinetics of specific minerals. Potassium uptake showed a 
diverse dynamic than the other elements (Figure 5). 
Probably, K was extracted by plant roots from non-
exchangeable sites from interlayers of smectite minerals, 
other than by dissolution, such as Ca and Mg. Slowly 
available potassium, which is fixed and non-
exchangeable, is trapped between the layers or sheets of 
K-rich 2:1 minerals. The idea was clarified statistically by 
the principal component analysis (PCA) where K, with 
similar statistical contribution than the other elements to 
describe results, pulls up  toward  the  y-axis,  pulling  dry 

matter in between (Figure 6). The PCA indicated that K 
presents a different mechanism of release from rock and 
it reflects on the interaction among the other nutrients. 

After applied to soils, the layers from 2:1 minerals may  
adsorb and release cations, but their efficacy will also 
depend on the mineral particle size. Indeed, several 
studies show the presence of 2:1 clay size minerals, even 
in subsidiary quantities, increases effectively the retention 
of cations in soil (Raheb and Heidari, 2011).  

Plants have developed several highly specific 
mechanisms to acquire K from minerals (Samal et al., 
2010). Wang et al. (2000) investigated the ability of plant 
types to extract and uptake K from slightly weathered 
gneiss of differing particle sizes. The authors showed 
that, among the studied plant species, maize was the one 
that extracted the highest amount of K.  

Concentrations of K in maize dry mass varied from 2.6 
to 15 g K kg

-1
 of dry weight. The results demonstrate that 

the plants were able to access some K from basalt to 
sustain growth. The K requirement for optimal maize 
growth range is  17.5  to  22.5  g kg

-1
  in  vegetative  parts 



234          Afr. J. Agric. Res. 
 
 
 

 
 

Figure 2. X-ray diffraction patterns of the clay fraction (oriented sample) obtained three 
times: air-dried, after treatment with ethylene glycol, and heated at 550°C.  

 
 
 

 
 

Figure 3. Energy-dispersive X-ray spectroscopy (EDS) images of basalt mineral compounds around maize 
root. A: secondary electrons image evidencing andesine (Pl), diopside (Px) and smectite (Sm) minerals; Si: 
silicon map; Al: aluminium map; Fe: iron map; Ca: calcium map; Mg: magnesium map; and K: potassium map.
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Figure 4. Cumulative dry mass and elements offtake
1
by maize cultivated in basalt power after seven cycles. 

1
The number of samples 

per cycle used to calculate the mean (n), from the 1
st
 to the 7

th
 cycle, was:  n = 24 - i; where i = cycle number * -3. Error bars for each 

cycle were the standard deviation of n. 

 
 
 
(Malavolta et al., 1997). K offtake were in range between 
0.03 g pot

-1 
from the first cycle to 0.004 g pot

-1 
to the last 

cycle (Figure 4, Equation 2). 
 
Kofftake (g per pot) = 0.03** - 0.0049**(cycle), R² = 0.81        (2) 
 
Contents of Ca, Mg, Al and Fe in the maize tissue along 
the seven growth cycles indicated that nutrients were 
released from basalt minerals, and that basalt minerals 
were dissolved, partly due to a preferential dissolution of 
diopside. 

The weathering of diopside and andesine in maize 
rhizosphere provided calcium and magnesium for plants. 
The nutrient concentration in dry mass ranged from 2.3 to 
5.3 g Ca kg

-1
 and from 1.3 to 6.6 g Mg kg

-1
. Calcium and 

magnesium requirement for maize growth was reached 
as concentration in maize leaves for optimum growth 
varies from 2.5 to 4.0 g Ca kg

-1
 (Malavolta et al., 1997), 

and from 2.5 to 4.0 g Mg kg
-1  

(Hawkesford et al., 2012). 
Calcium offtake was from 0.015  to  0.005 g pot

-1  
and  Mg 

was from 0.016 to 0.004 g pot
-1

, from the first to the last 
cycle, respectively (Figure 4, Equations 3 and 4). 
 
Caofftake (g per pot) = 0.015** - 0.0042**ln(cycle), R² = 0.85 (3) 
 
Mgofftake (g per pot) = 0.014** - 0.0046**ln(cycle), R² = 0.80 (4) 
 
The decay in maize growth and in the offtake of elements 
is probably due to the weathering of surfaces and 
dissolution of very small mineral particles in the initial 
cycles, where nutrients were easily extractable, while in 
the subsequent cycles a higher effort seems to be made 
to extract and acquire nutrients from basalt minerals. The 
rhizosphere has an intrinsic role in basalt dissolution and 
release of elements. Akter and Akagi (2005) evaluated 
the active role of rhizosphere in basalt and showed that 
maize increased the Ca and Mg extraction by a factor of 
3 - 4 and 15 - 75, respectively, when compared with the 
control pots with no plants. According to Hinsinger et al. 
(2001), the amounts  of  Ca,  Mg  and  Na  released  from 
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Figure 5. Elements offtake ratio from basalt by maize. 
*
Relative offtake proportion =      

            

∑ (
       

 
) 

   

 ; c = harvest number. 

 
 
 

 
 

Figure 6. Principal component analysis of K, Ca, Mg, Fe, Al, Mn, B, Cu, and Zn 
maize offtake from basalt and cumulative. Dry = maize dry matter; Dim = dimension; 
Contrib = contribution. 

 
 
 
basalt under leaching conditions in the laboratory 
increased by a factor ranging from 1 to 5 in the presence 
of crop plants.  

The Al concentration in dry  mass  ranged  from  0.2  to  

3.5 g Al kg
-1

.Aluminum offtake along the cycles, although 
in a different scale, presented the same rate of Fe offtake 
(Figures 4 and 5). The Fe concentration ranged from 0.8 
to 21.5 mg Fe kg

-1
 and the concentration in maize  leaves 



 
 
 
 
for optimum growth varies from 50 – 250 mg Fe kg

-1
 

(Malavolta et al., 1997). In the course of the experiment, 
the offtake of these elements decayed (Equations 5 and 
6). It suggests that ilmenite and diopside dissolution 
starts from iron oxidation during weathering, mainly from 
small particles and surfaces of lower crystallinity. As 
dissolution of easily weatherable minerals proceeds, 
along the cycles, Al, and Fe offtake decreases. Silva 
(2016) compared the dissolution of basalt at different 
grain sizes, despite not verifying the formation of new 
solid phases, confirmed the idea that the finer fractions 
are responsible for faster dissolution, while the coarser 
fractions dissolved slowly. 
 
Alofftake (g per pot) = 0.01**e

(-0.47**cycle)
, R²= 0.91                 (5) 

 
Feofftake (g per pot) = 0.047**e

(-0.45**cycle)
, R²= 0.91              (6) 

 
The   dissolution   of   small   inclusions  of   ilmenite   and  
diopside in basalt releases Fe. Strains of Fe-oxidizing 
bacteria are able to grow using the Fe(II) derived from 
ilmenite of basaltic rocks (Navarrete et al., 2013). This 
effect may be strongly influenced by the presence of 
organic acids from plants rhizosphere (Dontsova et al., 
2014). 

The water solubility of minerals containing Fe in soil is 
usually very low; however, plant and microbes, in the 
presence of organic substances, may work together for 
the oxidation and extraction of Fe(II) complexes, 
increasing Fe availability for plant growth (Colombo et al., 
2014). In particular, gramineous species may have 
evolved, developing a very efficient mechanism to 
mobilize Fe (Broadley et al., 2012). According to 
Hinsinger et al. (2001), the amount of Fe released from 
basalt under leaching conditions using maize plants 
reached a maximum increase of about 100-500 times the 
release without plants (control). Non-absorbed iron ions 
in solution are then precipitated as low crystallinity iron 
oxides (especially ferrihydrite and amorphous ferric 
hydroxide) (Silva et al., 2017). 

Images of basalt samples obtained by SEM after the 
last crop cycle show the interaction between roots and 
mineral particles, including low crystalline structures 
(Figure 7). These structures are known as short-range 
ordered (SRO) minerals like ferrihydrite. Long-term field 
studies conducted by Yu et al. (2017) demonstrated that 
the presence of roots significantly increased Al and Fe 
availability from soils.  

This result challenges the conceptual view that the 
weathering and the formation of SRO minerals are very 
slow processes and cannot be detected in the short-term 
(Colombo et al., 2014; Yu et al., 2017). It suggests that 
the dissolution of minerals can be accelerated by plant 
roots. 

Offtake of manganese, boron, copper, and zinc showed 
a similar trend when normalized (Figures 4 and 5), 
although were taken up in different proportions by  plants.  
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The micronutrients Mn, B and Zn are present 

indistinctively in all primary minerals that compose this 
basalt, especially diopside (Moraes et al., 2018), while Cu 
is accumulated in smectite structure, formed by 
hydrothermal process (Baggio et al., 2016).  

Manganese undertakes a similar oxidation process 
than Fe in mineral structures during weathering, releasing 
other elements. Manganese concentration values in 
maize tissue varied from 35 to 159 mg Mn kg

-1
, while the 

sufficiency range for maize is from 50 to 150 mg Mn kg
-1

 
(Malavolta et al., 1997). The Mn offtake varied from 0.35 
to 0.07 mg pot

-1
, from the first to the last cycle, 

respectively (Figure 4), and decayed according to the 
Equation 7. 
 
Mnofftake (mg per pot) = 0.32**- 0.12**ln(cycle), R² = 0.92     (7) 
 
Boron concentration values in maize ranged between 
13.5 to 76.7 mg B kg

-1
, while the adequate level for maize 

is from 15 to 20 mg B kg
-1 

(Malavolta et al., 1997). For 
maize, the critical toxicity concentrations in leaves are in 
the range of 100 mg kg

-1
 (Broadley et al., 2012); 

therefore, in the case where the basalt is applied to soils, 
it does not represent any risk of soil contamination with B, 
but a source of nutrient. In the course of experiment, B 
offtake ranged from 0.13 to 0.04 mg pot

-1 
from first and 

the last cycle (Figure 4) and decayed according to the 
Equation 8. 
 
Bofftake (mg per pot) = 0.13**- 0.049**ln(cycle), R² = 0.92     (8) 
 
Copper offtake was higher in the first cycle, media of 120 
mg pot

-1
, and decreased to 20 mg pot

-1
 in the last (Figure 

4, Equation 9) but shows an adequate Cu concentration 
in all cycles (mean 23.5 mg Cu kg

-1
). The critical level 

concentration of Cu in maize is generally between 6 to 20 
mg Cu kg

-1
 (Malavolta et al., 1997) and no visible toxicity 

symptoms of Cu were noticed. 
 
Cuofftake (mg per pot) = 0.11**- 0.041**ln(cycle), R² = 0.79    (9) 
 
Zinc concentration in maize dry matter were below the 
critical level [15 – 50 mg Zn kg

-1
 (Broadley et al., 2012)]. 

Zinc offtake was the lowest among micronutrients, 
reflecting the content of the element in the basalt. Zinc 
offtake decayed from 0.04 to 0.08 mg pot

-1
, from the first 

to the last cycle (Figure 4), following the Equation 10. 
 
Znofftake (mg per pot) = 0.04**- 0.016**ln(cycle), R² = 0.97  (10) 
 
 
Conclusion 
 
The basalt mineralogical composition did not change 
along the experiment, because the dissolution of basalt in 
maize rhizosphere was congruent. The smectite present 
in the basalt  contributed  to  the  high  cationic  exchange  
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Figure 7. Scanning electron microscopy images of basalt samples after seven maize growth cycles. A and B: interaction of roots with basalt 
minerals; C and D: deposits of low crystallinity minerals. 
 
 
 

capacity, indicating a possible ability to change cations 
into soil environment. Therefore, applications of basalt in 
Cerrado Oxisols can improve soil quality by adding 
permanent charge and by increasing its overall CEC. 
Basalt was able to provide nutrients to maize plants in a 
short period. Additionally, the offtake rate of elements 
from basalt was described by equations, which may be 
used for estimating nutrients release from basalt after 
being applied in agricultural soils. 
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